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FIRAT PLASTIK KAUCUK SAN. ve TIC. A.S. 
TURKOBA KOYU P.K. 34907  
BUTUKCEKMECE / ISTANBUL 
Tel: 0 212 866 41 41 
Fax: 0 212 859 04 00 
E-mail: u.murat@firat.com 
For the attention of Uğur MURAT 
 
 

The following sample(s) was/were submitted and identified by the clients as: 

Sample Submitted By : FIRAT PLASTIK KAUCUK SAN. ve TIC. A.S. 
 
Sample Description : WINDOW PROFILE 
 
Model No : NOT GIVEN 
 
Sample Receiving Date : December 19 2007 
 
Testing Period : December 19~26 2007 
 
Service Type : NORMAL     

Test Results : For further details, please refer to following page(s). 

 
The test results relate only to the items tested only. The report shall not be reproduced except in full, without the written approval of the laboratory.  
Test reports without SGS seal and Kuthorized person signature are invalid.The reported uncertainty is based on a standard uncertainty multiplied by  
a coverage factor k=2, providing a level of confidence of approximately 95% the uncertainty evaluation has been carried out in accordance with UKAS/ISO 
17025 requirements.This results do not include uncertainties. Opinions and interpretations expressed  herein are outside of the scope of UKAS 
Accreditation.Tests marked (*) in this Test Report are not included in the UKAS Accreditation Schedule for this Laboratory. 

 

    Issued in Istanbul           For and on behalf of 
          SGS Supervise Gözetme Etüd 
                                    Kontrol Servisleri A.Ş. 
 

 
 

           

                                                                                                                       

 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 
 

Nazli Sahin                         Nadin Haçerestunç 
QC Supervisor                    Laboratory Manager 
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TEST PARAMETERS: 

 

 
Test Items 

 
Test Method 

 
Quantitation Limit 

Lead (Pb) In House Method 
With reference to  EPA Method 3051:1998 

 Analysis was performed by microwave & ICP-MS 

2 ppm 

 
TEST RESULTS: 

 

Sample No/Description: White plastic 

Test Items Results 

Lead (Pb) 255 ppm 
Remark: Report Limit = Quantitation limit of analyte in sample solution 
n.d: Not Detected ; ppm:mg/kg 

 

 
PHOTO APPENDIX 

 
 
 
 

 
 
 
 
 

 
 
 

*** End of Report *** 
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